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Group Number Assessment  
(in accordance with Specification A2.4 of the National Construction Code of Australia) 

 
Number: 1602015 
Issue Date: 4 March 2016 

 
 
This is to confirm that the product as described below has been tested by AWTA Product Testing. 
 
 
Testing was performed in accordance with AS/NZS 3837 - 1998 Method of test for heat and smoke 
release rates for materials and products using an oxygen consumption calorimeter. 
 
 
AWTA Product Testing report number: 16-000856 
 
Date of Test: 4 March 2016 
 
 
Test Sponsor 
 
NSW Leather Co. Pty Ltd 
16 Anderson Street 
Banksmeadow 
NSW 2019 
 
Sponsor Product Reference: “MONTE CARLO” 
 
Sponsor Product Description: Leather Swatches, Approx.: 860g/m
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Approximate thickness: 1.2 – 1.4 mm  
 
 
 
 
 
Product Group Number Classification:  Group     1 
Average Specific Extinction Area: 18.3 m

2
/kg       

  
 
 
 
 
 
 
 
 
 
Chris Campbell 
 
Client Relations Manager 
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